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The following sample(s) was/were submitted and identified by/on behalf of the client as :

Sample Description : Bpoe

Sample Receiving Date : 2007/10/23

Testing Period § 2007/10/23 TO 2007/11/01
Test Result(s) : Please refer to next page(s).

Jomes .

James Lu / Supervisor
Signed for and on behalf of
SGS TAIWAN LTD.

Chemical Laboratory - Taipei
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Test Result(s)
PART NAME NO.1 z PLATING LAYER OF SILVER COLORED METAL
Test Item (s): Unit Method MDL Rasuit
No.1
Cadmium (Cd) ma/kg |With reference to BS EN 2 nd.

1122:2001, Method B for
Cadmium Content. Analysis was
performed by ICP-AES.

Lead (Pb) ma/kg |With reference to US EPA 2 n.d.
Method 30508 for Lead Content.
Analysis was performed by ICP-
AES.

Mercury (Hg) mg/kg |With reference to US EPA 2 n.d.
Method 3052 for Mercury
Content. Analysis was
performed by ICP-AES.

Note : 1. mg/kg = ppm
2 nd. = Not Detected
3. MDL = Method Detection Limit
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